NOTES

LIMIT OF PATCH AS 1.

DEFINED ON SITE AS DEFINED ON SITE BY THE ENGINEER.
BY THE ENGINEER 2. SAW-CUT ALONG OUTLINE OF PATCH TO DEPTH
% OF SURFACE COURSE, NOT LESS THAN 40 MM,

MARK OUTLINE OF PATCH USING STRAIGHT EDGE

SOUND
MATERIAL

SAW-CUT TO BE VERTICAL.
3. FOLLOWING EXCAVATION, ALL LOOSE MATERIAL
TO BE REMOVED.
75min 4. INTHE EVENT OF PATCHING BELOW BINDER
COURSE LEVEL, EXCAVATION TO BE STEPPED BY
SAW CUT SIDE A MIN OF 75 MM.
\\<m_m._._0>_u_.< 5. EXCAVATION TO BE OF A REGULAR DEPTH.

DEFECTIVE

AREA 75min

EXCAVATE FROM

THE CENTRE

OUTWARDS 6. VERTICAL EDGES OF EXCAVATION IN SURFACE
COURSE AND / OR BINDER COURSE TO HAVE
APPLIED APPROVED SEALANT TO FULL DEPTH OF
JOINT IMMEDIATELY BEFORE PATCHING MATERIAL
IS PLACED.

7. FILLING OF EXCAVATION TO BE CARRIED OUT IN
THE FOLLOWING WAY:- A) MATERIAL TO BE
PLACED FROM EDGES INWARDS, ARRISSES TO BE
WELL COMPACTED. B) LAYER THICKNESS TO BE
NO LESS THAN 1.5 TIMES NOMINAL AGGREGATE
SIZE AND NO MORE THAN 2.5 TIMES NOMINAL
AGGREGATE SIZE. C) MATERIAL TO BE
COMPACTED TO REFUSAL USING MECHANICAL
MEANS IN ACCORDANCE WITH THE SPECIFICATION
(SEE APPENDIX 7/1).

8. IMMEDIATELY PRIOR TO PLACING OF SURFACE

COURSE, LOOSE MATERIAL SHALL BE REMOVED

FROM THE PATCH AND SURROUNDING AREA.

MATERIAL TO BE CONTAINED TO AVOID

CONTAMINATION, SEGREGATION AND MAINTAIN

UNIFORMITY OF TEMPERATURE (E.G. INSULATED

BODY WITH APPROPRIATE COVER).

10. JOINT SEALANT TO BE APPLIED IF TRAFFIC HAS

ENSURE CORNERS OVER-RUN THE EDGES OF PATCH OR TRENCH.

11. IF PRE-COATED CHIPPINGS ARE TO BE USED THEY
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BINDER COURSE—_

BASE

SUB-BASE

AREA DEFINED ON SITE BY
ENGINEER. OUTLINE OF PATCH
TO BE MARKED USING A
STRAIGHT EDGE

CORRECT
METHOD
FILL FROM THE EDGES INWARDS

INCORRECT
METHOD 9.

FILL TOWARDS EDGES
MINIMUM STEP 75mm

SEALANT
TO
JOINTS

SURFACE OOC_»mmI/ COMPACT ALL EDGES FIRST USING APPROVED
)

PLANT FOR COMPACTION AND BY WORKING

BINDER COURSE——=-— _
BASE

BASE
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13.

INWARDS FROM EDGES.
COMPACTION TO BE CARRIED OUT TO REFUSAL.

14. PATCH OR TRENCH TO BE LAYED IN EVEN LAYERS
AND FOLLOW THE SHAPE OF THE ROAD.

15. SURFACE LEVEL TOLERANCES MUST BE WITHIN 0
MM TO +10 MM (MAXIMUM) AND NEVER BE LOWER
THAN THE ADJACENT SURFACE LEVEL

16. ALL DIMENSIONS ARE IN MILLIMETRES.
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